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ABSTRACT  

One of the aims of the 2016 campaign in as-Sila was to conduct a survey in order to identify cisterns, 
channels and structures related to water use at the top of the settlement, using the 2015 survey map 
of the site as a base. The investigations have revealed a complex and sophisticated hydrological 
network  with  a great diversity of water structures (carved in the sandstone and designed for the 
collection, storage, transport and distribution of rainwater). All the structur es have been identified 
and described using a total station, their location associated with the general topography of the site , 
and the contexts photographed. This study pr esents the results of recent analyses of lime-based 
mortars from rock -cut hydraulic structures collected during the 2016 archaeological campaign at the 
site of as-Sila/Sela, in the governorate of Tafilah in southern Jordan. Mineralogical and petrographic 
analyses were performed on 16 samples of mortars by means of x ray diffraction (XRD) and thin -
section petrography (OM), and 12 AMS radiocarbon dates were taken from them. In spite of the 
difficulties in dating lime -based mortars and the problems inherent in the interpretation of the data, 
here we present the most complete analysis currently available of mortars from an archaeological 
site in southern Transjordan. 
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1. INTRODUCTION  AND OBJECT IVES 

The site of as-Sila is located in the northern Edom-
ite Plateau, west of the Wadi Arabah, very close to 
modern-day Busayra in southern Jordan (Fig. 1). The 
site stands on a rocky promontory 200 m above the 
surrounding wadis. Sela was an important cent re in 
the Late Iron Age (1000-539 BCE)1, as the presence of 
remains from this period testifies ð among them, the 
impressive Neo-Babylonian monument of King Na-
bonidus (556ð539 BCE) with a relief representing the 
king and the remains of a cuneiform inscriptio n (Mac-
Donald, 2004, Site 134; Da Riva, 2019; Da Riva, 2020)2. 
Modern -day as-Sila is one of the sites potentially 
identified with Sela of the Hebrew Bible , but this 
identification is uncertain. The relative chronology of 
the surface material (pottery) confi rms occupation 
during at least the Late Iron Age, the Nabataean/Ro-
man, Ayyubid, Mamluk and Ottoman periods . The 
cuneiform inscription of Nabonidus provides an in-
dependent date in the Late Iron Age, and the results 
of the 14C analysis of timber recovered from a build-
ing excavated in area F of the promontory (House 1, 
see Da Riva et. al., forthcoming) provide absolute 
chronologies for occupation in the Mamluk and Otto-
man periods.  

The research work carried out at Sela since 2015 has 
revealed a large-scale site of approximately 43 ha, 
with a considerable number of architectural struc-
tures of different periods, sizes, morphologies and, 
presumably, functions: rock -cut houses, remains of 
large buildings, towers, and so on. The most notable 
feature of the site, however, is the presence of water 
structures: channels, tanks, rock-cut water cisterns 
and other structures used for rainwater harvesting 
and its storage, transport and management (Shqiarat 
Mansour 2019). More than a hundred of these struc-
tures have been documented in the course of the sur-
veys, making Sela an ideal and unique site to study 
water management in the highlands of southern Jor-
dan3. 

 

                                                      
1 Here we follow Bienkowskiõs chronology for Edom (MacDonald, 
2015, 24). 
2 Water management in Sela presents parallels with other 
settlements in the area, such as Ba'ja III, Umm al-Biyara, Jabal al-
Qseir, etc. (Lindner, 1992). A study of the water structures in Sela 
is the object of an ongoing thesis at the University of Barcelona by 

 

Figure 1. Map of Jordan showing the location of Sela (after 
Porter, 2004, 375) 

During our first campaign (2015) we undertook a 
survey of the site and produced a cartographic base 
for future studies (Fig. 2). The work was carried out 
using case studies in the area, mostly in the vicinity of 
Busayra, and archaeological data and charts stored in 
the JADIS (Jordan Antiquities Database and Infor-
mation System) ð MEGA (Middle Eastern Geodata-
base for Antiquities) of the Department of Antiquities 
and Tourism in Jordan. The archaeological field sur-
vey of 2015 was non-intrusive and extensive (Da Riva 
et. al., 2017). Given the size of the site (42,0089 ha), in 
order to facilitate the surveys and the fieldwork, in 
2015 we decided to divide the surface in a series of 
areas, indicated by the letters A-L on the sketch map 
(Fig. 3). 

 

R. Marsal under the supervision of R. Da Riva and J. C. Moreno-
Garc²a. 
3 All the information gathered by the project has been placed at 
the disposal of the Department of Anti quities of Jordan (DoAJ) of 
the Ministry of Tourism and Antiquities in the form of reports and 
site cards to be included in the Middle Eastern Geodatabase for 
Antiquities (MEGA) Jordan database: http://megajordan.org.  
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Figure 2. Cartographic plan of Sela with the structures documented in the course of 2015 and 2016 surveys (by E. Jariri, 
D. Gaspar and J. Mu¶iz,) 
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One of the main features of the 2016 campaign was 
the survey conducted to identify cisterns, channels 
and structures related to water use at the top of the 
mountain of as-Sila, using the 2015 survey map of as-
Sila as a base. All the structures were identified and 
described in the course of the 2015 and 2016 archaeo-

logical surveys with a total station, they were in divid-
ually labeled, contextualized in the different areas of 
the site, and linked with the architectural arrange-
ments. We also associated the location of the water 
structures with the topography and geology of the 
site so as to identify the general hydrolo gical network.  

 

Figure 3. Sketch map of Sela (by R. Marsal after Corona Atlas & Referencing System, http://corona.cast.uark.edu/)  

In the course of the last campaign in Sela in the au-
tumn of 2018, the Sela team studied the cuneiform in-
scription of Nabonidus with the assistance of profes-
sional climbers. The aim of this campaign was to elu-
cidate the archaeological context of the monument 
and, later, to create a 3D model of it. Some of the wa-
ter structures were studied at the same time, and ar-
chaeologists and pottery specialists undertook a de-
tailed survey of the whole site, both on top of the 
promontory as well as in the eastern side of the wadi, 
collecting sherds for analysis (Da Riva, 2020). 

During the 2015, 2016 and 2018 campaigns, the wa-
ter structures of Sela were identified and their con-
texts photographed, but as they were not excavated, 
no typology could be established. However, a thor-
ough investigation o f the mortars of some cisterns 
was carried out in order to complement the infor-
mation obtained from the direct field study carried 
out in the structures of Sela. The main objectives of 
this investigation were: a) to observe whether the di-
versity of the cisterns was in line with the variety in 
the produc tion of the mortars that p rotect and water-
proof the hydraulic structures; and b) to date them in 
order to contextualize the use of the cisterns within a 
certain period of time.  

With these objectives in mind, during the archaeo-
logical campaign carried out  at the site in the spring 
of 2016, a sample of 16 mortars associated with hy-
draulic structures and residential areas were selected 
for archaeometric study (Da Riva et al., forthcoming). 
Mineralogical characterization by means of XRD and 
petrographic analysis were performed , and finally 
some of the mortars were selected for radiocarbon da-
ting. In order to avoid bias, t he mortar samples were 
taken randomly ; that is, there was no prior selection 
of the cisterns from which they were taken. 

2. SELA: SETTLEMENT AND  
CHRONOLOGY  

Although surfac e finds and excavations at the 
summit indicate that as-Sila/Sela was occupied dur-
ing several periods (at least the Iron Age  and the Nab-
ataean, Mamluk and Ottoman  periods), the siteõs 
most extensive occupation and use were during I mil-
lennium BCE, in the Ir on Age II period, the time of the 
Biblical Edomites and the Neo-Assyrian and Neo-
Babylonian empires. In fact, Sela is one of the so-
called "hilltop settlements" , a type of mountain site 
that flourished in the region in the Late Iron Age (Ben 
David, 2015), and there are indications of pottery and 
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architectural structures comparable to those found at 
other nearby Iron Age II sites, such as Umm al-Biyara, 
Busayra, Hesban, Baõja and Umm el-Ala (Lindner and 
Farajat, 1987; Lindner, 1992). Indeed, the study of the 
surface pottery carried out by archaeologists Najjar 
and Herles in 2018 revealed a variety of periods and 
a broad chronological framework , which bears wit-
ness to the long-term occupation of the settlement. In-
terestingly, no Bronze Age or Iron Age I potter y was 
found in the course of the survey, although of course 
an ephemeral occupation of the site in those periods, 
or even earlier, cannot be ruled out. The extent and 
continuity of these occupations is difficult to estimate 
at this stage in the research, but the many structures 
related to rainwater harvesting and storage docu-
mented during the surveys suggest that the occupa-
tion was intense, at least for certain periods. All this 
evidence suggests that the beginning of the perma-
nent settlement of Sela dates from Iron Age II, when 
the techniques of water management (catchment, dis-
tribution and storage) were mastered. Accordingly, 
Sela was only habitable on a stable basis if water was 

properly managed, and this was only possible by 
means of the construction of water channels, reser-
voirs and cisterns. The available evidence suggests 
that water  management in Sela began during the Late 
Iron Age and continued until the Ottoman period.  

3. THE HYDRAULIC STRUCT URES OF 
SELA 

A notable feature of Sela is the presence of approx-
imately a hundred cisterns, water reservoirs perfo-
rated or carved into the sandstone, presumably filled 
with rainwater through surface channels incised in 
the rock. These cisterns are exceptional for their vari-
ety; some of them are carved into the sandstone in the 
ground, and others are cut into the standing sand-
stone boulders. The shapes and sizes vary, as does the 
level of sophistication : some are technologically com-
plex, with settling or sedimentation basins for stop-
ping sediment and for separating mud  and sand be-
fore the water was allowed into the main cisterns (Fig. 
4). 

 

Figure 4. House with canal s, sedimentation basin  and cistern D15 

Some cisterns are more or less oval in shape; oth-
ers are rounded, and others still  are rectangular or 

square, with corners forming right angles. Some have 
plaster or water-proof  mortar on their sides and/or a 
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slab of stone to close them; these additions would 
have helped to improve the quality of the water, 
lengthen the potential storage time, and reduce the 
loss of water through evaporation. It is plausible to 
think that the structures were reused over time, and 
that mortars were added during different periods of 
use; so a cistern may have been manufactured in one 
particular period, but the mor tar currently present in 
it may be more recent. The variability in size and mor-
phology of the cisterns may respond to chronological 
differences. We assume that different artisans in dif-
ferent periods used different technologies and ele-
ments to manufacture the cisterns and their mortars, 
which implies that the system was used in more than 
one period. However, we did not attempt to establish 
an accurate and definitive typology of the structures 

because of the difficulty in obtaining a 14C-dating 
and the lack of independent archaeological evidence. 
Most of these cisterns are now filled with debris and 
sediment, so there is no way of dating or analysing 
them without undertaking an archaeological excava-
tion. In some of them a preliminary inspection was 
perform ed using a Kong Cevedale tripod (Fig. 5). In 
addition to the cisterns, a series of rock-cut channels 
and pipelines were detected in different areas of the 
site. Some of the channels are more than 20 m in 
length, and they seem to have been used to funnel the 
water into the cisterns. All these elements suggest the 
existence of an extremely sophisticated and well-de-
veloped system for harvesting and storing rainwater 
using water channels, pipes, pools, and underground 
cisterns.  

 

Figure 5. Studying cistern D18 in September 2018 

Water structures have been documented in the 
promontory of as -Sila as well as in the wadi area be-
low (areas A and B in Fig. 3 above). The samples from 
the analysis published here were obtained in the 
course of the 2016 campaign in areas F, G, H, K and L. 
Areas F, G and H are located to the north and east of 
the site, near the monumental entrance to the summit, 
while areas K and L lie to the south and southwest 

respectively. Structures D13 and D115 are located in 
area F. The entrance area (F) includes a monumental 
gate, a hollow tower (perhaps a cistern, or maybe a 
silo, identified as D10, see Fig. 28 below), and some 
òhousesó with stone-walls (Lindner et al., 2001, 252-
258). The gate is rock-cut, with a reinforcemen t of 
stone ashlars to build the walls. D01 (Fig. 6), D03 (Fig. 
7), D05, (Fig. 8), D09 (Fig. 9), D16 (Fig. 10) and D63 are 
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from area G. In area G we found  the rock-cut layout 
of a large structure, some houses and cisterns. D22 
(Fig. 11) and D107 are from area H. This area presents 
two large rock -cut structures, one of which at least 
seems to have functioned as a sanctuary: there is an 
altar and a sort of sacrificial pile or baytilos (Lindner 
et al., 2001, 263). D38 (Fig. 12) is from area K. The cen-
tral area K is the largest at the site; here, we found nu-
merous cisterns, rock-cut houses and also a canal. 

Surface finds (pottery, stone and metal objects) coin-
cide with those of other areas of the site. D57 and D59 
are from area L. In this western part, we found a 
tower and some rock-cut structures, including houses 
and cisterns. We also detected a limestone outcrop, 
which was probably the quarry for the plaster used 
for the walls and floors of the cisterns and the houses. 
Near the limestone outcrop, we found iron slags and 
some fragments of basalt objects.  
 

 

Figure 6. Cistern D01 
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Figure 7. Cistern D03 

 

Figure 8. Cistern D05 

The observations below regarding the morphol-
ogy of the cisterns are preliminary ; a detailed study 
could not be carried out, as most of the cisterns were 
filled with sand, debris and/or vegetation, and none 

of the structures were excavated. D01, D05, D22 and 
D63 lack a regular shape; the cisterns are completely 
fi lled so they could not be studied or measured. D03 
and D09 are both oval  in shape; D03 is not silted, and 
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they were both inspected in September 2018. D13 is 
filled with some vegetation and debris ; it has a circu-
lar opening and four canals are connected wit h it. 
These canals are covered with rectangular sandstone 
slabs. The canals and the cistern were inspected using 
a tripod in September 2018 (Fig. 13). D16 is partially 
filled ; it is nearly oval in shape, and it was inspected 

in 2018. Cisterns D38, D57 and D59 (filled) are also 
oval-shaped. D107 and D115 are indeterminate, but 
the presence of lime-based mortars points to their use 
as hydraulic structures, and so samples were taken 
from these two structures. 
 

 

Figure 9. Cistern D09 



46 R. DA RIVA et al. 

 

Mediterranean Archaeology and Archaeometry, Vol. 21, No 2, (2021), pp. 37-67 

 

Figure 10. Cistern D16 
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Figure 11. Cistern D22 
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Figure 12. Cistern D38 

 

 

Figure 13. Documenting cistern D13 (R. Da Riva, A. Noriega, D. Gonz§lez) in September 2018 
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4. A BRIEF HISTORY  OF THE USE OF 
MORTARS  

The use of gypsum and lime mortars and/or plas-
ters for building purposes was known in the Near 
East from prehistoric times. (Kingery, et al., 1998). The 
production of mortars or plasters has been described 
as a multi-phase, well-standardized process, and it is 
considered as the first invention ever made to alter 
the chemical composition of raw materials using py-
rotechnology in the Eastern Mediterranean and Near 
East (Gourdin and Kingery, 1975). In this regard, the 
study of lime plasters and pottery from several sites 
in the region suggests that the burning of limestone 
may have been the direct predecessor of the firing of 
ceramics. Plasters or mortars, like pottery, are compo-
site materials that possess a complex structure of dif-
ferent parts made out of assorted materials used for 
different purposes (Buxeda and Madrid, 2016). Also, 
like pottery, plasters vary in terms of their complexity 
depending on the intended final product, which 
might involve a  range of raw materials (binder and 
aggregates). 

On the basis of their physical condition and, most 
importantly, on the context in which the materials 
were used, a òplasteró could be any òmortaró or 
binder material used for wall and floor covering for 
smoothing, waterproofing, or preparing for paintings 
and decorations. In turn, a òmortaró could be a binder 
and small-sized aggregate material mostly used as a 
structural binder between masonry units such as 
bricks or stones (Hobbs and Siddall, 2011, 34-36; Arti-
oli,  et al., 2019, 159.). 

The first step in this multi -phase process is the se-
lection and collection of the raw materials. The best 
raw sources contain at least over 90% of calcium car-
bonate (Brysbaert, 2007), and in the case of Sela, the 
presence of quarries of limestone on the promontory 
(Fig. 14) would have allowed easy access to the raw 
material. The second step is the calcination process, 
which was probably carried out in proximity to the 
quarries, thus reducing transportation, effort, and 
costs. Considering the large number of water struc-
tures documented at Sela, a vast amount of fuel 
would have been necessary to process the limestone. 
Although timber is one of the best and most efficient 
combustibles, dung, peat, straw, or wood from shrubs 
could also have been used (Hauptmann and ¦nsal, 
2001).  

After calcination, in the slaking process the quick-
lime is hydrated by adding water, forming slaked 
lime or lime putty, also called òportlanditeó or cal-
cium hydroxide (Ca(OH) 2). The resulting slaked lime 
is stored in slaking pits protected from any contact 
with air so as to avoid recarbonation. Although the 
ideal maturing time for the best quality lime putty  is 
three or four years, the material may be sufficiently 
mature after only two weeks or a month.  

The last step before putting the hydrated lime to 
use is to mix it with aggregates in order to increase 
the strength of the product and to enhance the drying 
rate; this minimize s the risk of shrinking and cracking 
of the plaster and increases the amount of plaster 
made from a given amount of slaked lime . Sand or 
ground limestones are the most frequently used  ag-
gregates (Brysbaert, 2007; Kingery, et al., 1998).  

Finally, when the plaster is applied to a specific 
construction/structure, the paste of the hydrated lime 
put ty dehydrates slowly in contact with the air and 
reacts with CO2, producing a hard material composed 
of microcrystalline calcite, called secondary calcite. 
Chemically it is the same as the original raw material, 
primary calcite, but it has a different stru cture and a 
far smaller grain size (Brysbaert, 2007). 

From a technical point of view, the quality of the 
binder depends on a variety of parameters including 
the composition, porosity and purity of the fired raw 
material, together with calcination, slaking and stor-
ing until the final paste for plastering is achieved. In 
this regard, the ideal raw material should be free of 
non-carbonated mineral content (silicates and clays) 
or < 5ð10 wt. %, and the raw sources should be as 
pure as possible (i.e., murex, limestone) (Brysbaert, 
2007). If the carbonate contains magnesium, derived 
from the presence of magnesian calcite or dolomite, 
then the material is a magnesian- or dolomitic -lime. 
The periclase (MgO) produced together with lime 
during calcination has much slo wer rehydration ki-
netics than CaO (Artioli, et al., 2019, 163). Besides, the 
mechanical properties of mortars may be improved 
by adding to the mixture organic materials such as 
egg white, recently identified by FTIR on some an-
cient mortars from Gerasa (Jordan) (Al Sekhaneh et al. 
2020). 
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Figure 14. Limestone outcrop in area L. Photo by Robert Bewley APAAME 20181014 RHB-0373ÉAPAAME 

5. MATERIALS AND METHOD S 

The 16 samples taken from the hydraulic struc-
tures underwent petrographic  and mineralogical 
analysis and 12 also underwent chronological analy-
sis. The samples belong to water cisterns (D01*, D03, 
D05*, D09, D13, D16, D22, D38, D57, D59 and D63*), 
or to structures of undetermined function that may 
have been related to water management (D107 and 
SLõ16.H1.UM3.1 and SLõ16.H1.UM3.2 (from structure 
D115). Samples SL'16.H1.2.498* and SL'16.H1.6.169 
were obtained from a house (H1) in area F (Table 1). 
The petrographic and mineralogical analyses were 
carried out at the Laboratorio de Geoarqueolog²a of the In-
stitut Catal¨ de Paleoecologia Humana i Evoluci· Social 
(IPHES) in Tarragona, and the study of the possible 
dating of the mortars at the Centro Nacional de Aceler-
adores (CNA) of the Universidad de Sevilla, Junta de 
Andaluc²a and CSIC in Seville.  
(* = Samples not sent for radiocarbon dating at CNA).  

5.1. Mineralogical and Textural 
Characterization of the Mortars 4 

For the petrographic examination, t he samples 
were pre-consolidated by impregnation in resin un-
der vacuum. Thin sections were then cut with oils to 
avoid damaging water -soluble minerals in the mor-
tars and were polished to the standard thickness of 30 
ɛm and covered with a glass slip. A petrographic mi-
croscope (Nikon Eclipse E40 POL, 20ð400x) was used 
for the textural and mineralogical analyses, identifi-
cation of aggregate materials and calculations of the 
binder/aggregate  ratio , and assessment of the poros-
ity of the mortars. Mineralogical characterization  on 
thin sections was performed by means of ÕXRD with 
a Bruker-AXS D8 Discover diffractometer, in order to 
identify the main mineralogical phases of the mortars.  
Measurements were made using an EIGER2 R 500K 
Detector Hybrid Photon Counting. Measurements 
were taken from (5 to 70) Á2ɗ. Evaluations of the crys-
talline phases present in each specimen analyzed 
were performed by using the DIFFRACT.SUITE soft-
ware. 

  

                                                      
4This section is partially based on the report conducted by Soto 

(2017). 
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Table 1. Samples of mortars from Sela included in this study  

Number of 
Sample 

Sample Area Sector Context Structure 
Reference of 
the structure 

1 Mortar  F -  Cistern D13 

2 Mortar  G -  Cistern D16 

3 Mortar  G -  Cistern D63 

4 Mortar  G -  Cistern D01 

5 Mortar  G -  Cistern D03 

6 Mortar  G -  Cistern D09 

7 Mortar  G -  Cistern D05 

8 Mortar  H -  Cistern D22 

9 Mortar  G -  Cistern D38 

10 Mortar  L -  Cistern D57 

11 Mortar  L -  Cistern D59 

13 Mortar  F -  Undetermined  D107 

1 Mortar  F House 1 UM 3 Undetermined  D115 

2 Mortar  F House 1 UM 3 Undetermined  D115 

169 Mortar  F House 1 6 Undetermined  - 

498 Mortar  F House 1 2 Undetermined  - 

The mineralogical and petrographic analyses sug-
gest that all samples are lime-based plasters/mortars, 
showing variances in grain size, aggregates and pro-
portions binder/aggregates  that indicat e different 
preparations or recipes. The textural and composi-
tional study identified five different types, although 
categories 4 and 5 comprised only  one sample each 
and should therefore be considered with caution. Th e 
results of the petrographic examination of most of the 
samples of type 1 (Fig. 15), show that the binder is de-
fined as microsparitic calcite (1ð10 Õm), in propor-
tions of 70ð80% of the sample, and that the majority 
of aggregates are sub-rounded detrital quartz and mi-
crosparitic limestone, in amounts of 2ð5% and 5ð10% 
respectively. Those components would have been ob-
tained from limestone (carbonate sedimentary rock) 
and sandstone (clastic sedimentary rock) in the sur-
rounding area. Besides, the presence (not always 
combined) of fragments of crushed ceramics, ashes, 
plants and hematite, in varying proport ions of be-
tween 1ð2% of the total sample is occasionally ob-
served. Crushed ceramics as an aggregate are found 
in Near Eastern sites in plasters/mortars related to 

water-bearing constructions where waterproofing is 
important : for instance, in Tell es-Safi/G ath (Israel), 
during the Iron Age (Regev et al., 2010); Petra, during 
the Nabataean period (Al -Aseer, 2000); or Sagalassos 
(Turkey), during the Roman and Hellenistic period 
(Degryse et al., 2002; V§zquez-Calvo et al., 2016; Bene-
detto et al., 2018) and later (Al Sekhaneh et al., 2020; 
Salama et al., 2017; Theologitis et al., 2021).  

The systematic use of crushed ceramics in struc-
tures that required resistance to water (cisterns, aque-
ducts, fountains and baths) was frequent in Roman 
constructions from the beginning of the second cen-
tury BCE onwards, giving rise to the popular opus 
signinum (Artioli, et al., 2019, 173; Pavia and Caro, 
2008). The binder/aggregate ratio is 3/1, an optimal 
proportion: a ratio > 3/1 is likely to tend to shrinkage 
whilst a mixture w ith a ratio < 3/1 is liable to decom-
pose because the binder is insufficient to hold all the 
components together (Pecchioni, et al., 2014). In addi-
tion, mineralogical analyses confirm  the presence of 
calcite, quartz and dolomite as dominant minerals in 
the composition of this mortar (Fig . 16). 
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Figure 15. Optical micrograph of the thin section of lime mortar type 1. The image in plane polarized light show s 
fragments of detrital quartz as aggregate and the lime binder matrix (Soto, 2017, p. 13, fig. 2.2.)  

 

Figure 16. XRD patterns for the categories of association of crystalline phases as detected by XRD  of mortar type 1 
(Soto, 2017, p. 14, fig. 3) 
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For type 2 (Fig. 17), the binder is defined as micrite 
(1ð4 Õm) or microsparitic calcite, or a combination of 
both, in proportions of 60ð70% with respect to the to-
tal sample. Aggregates include sub-rounded or 
subangular detrital quartz and fragments of sparitic 
limestone, both in proportions of 2 ð5%. Smaller 
amounts of red sandstone, crushed ceramics, plants 
and hematite (1ð5%) are present. Some of the samples 
of this group show vuggy porosities (1mm) in propor-
tions of 10ð20%. The porosity of the mortars de-
creased in time due to the process of carbonation, as a 

secondary calcite gradually filled the pores. Interest-
ingly, in experiments carried out with lime mortar 
prepared in the laboratory, the  strongest specimens 
were the ones with the highest porosity because this 
characteristic allows a faster and more complete car-
bonation (VyģvaŠil, et al., 2017). The XRD indicates 
the presence of quartz and calcite as the main miner-
alogical components in the preparation of this mortar 
(Fig. 18). 

 

Figure 17. Optical micrograph of the thin section of lime mortar type 2. The image in plane polari zed light show s vuggy 
porosities in the lime binder matrix  (Soto, 2017, p. 25, fig. 20.2.) 

 

Figure 18. XRD patterns for the categories of association of crystalline phases as detected by XRD of mortar type 2 
(Soto, 2017, p. 25, fig. 21) 
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The mortar binder  in type 3 (Fig. 19) is mostly mi-
crite, in amounts of 70ð80%. The main aggregates are 
subangular detrital quartz (5 -10%) and microsparitic 
limestone fragments (2ð5%), and, to a lesser extent, 
rock with biomicritic texture (composed of bioclasts 
and micriti c matrix), plant remains, ashes, massive 

hematite, and fragments of crushed ceramics. Some 
samples show fissures, probably related to drying 
processes. In this case, the binder/aggregate ratio is 
3/1. The XRD of this mortar confirms quartz and cal-
cite as the dominant minerals in the preparation (Fig . 
20). 

 

Figure 19. Optical micrograph of the thin section of the lime mortar type 2. The image in plane polarized light show s 
intraclasts in the lime binder matrix  (Soto, 2017, p. 37, fig. 40.2) 
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Figure 20. XRD patterns for the categories of association of crystalline phases as detected by XRD of mortar type 3 
(Soto, 2017, p. 38, fig. 41) 

 
Finally, for types 4 (Fig. 21) and 5 (Fig. 22) the binder 
consists of microsparitic calcite in proportions of 50 -
60% with respect to the total sample, and the main ag-
gregates are fragments of microsparitic limestone and 
sub-rounded detrital quartz (10 -30%). The main dif-
ferences are in the additional aggregates, plant re-
mains (2ð5%), fragments of crushed ceramics, carbon 
and ashes in proportions that vary between 2% and 

5% in the only sample of type 4; and fragments of gas-
tropods, gypsum and ashes in variable portions of 1ð
5% are visible for type 5. The proportion of  binder in 
these two types is lower than in the total sample of the 
mortars studied and seems to be a third different rec-
ipe used for the preparation of the mortars analysed 
in this study. Diffractograms of these two types show 
quartz and calcite as the dominant mineralogical 
components of mortar type 4 (Fig. 23) and also dolo-
mite in the case of type 5 (Fig. 24). 
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Figure 21. Optical micrograph of the thin section of the lime mortar type 4. The image in plane polarized light shows 
quartz and limestone as aggregates in the lime binder matrix  (Soto, 2017, p. 39, fig. 43.1.) 

 

Figure 22. Optical micrograph of the thin section of lime mortar type 5. The image in plane polarized light shows quartz 
and limestone as aggregates in the lime binder matrix (Soto, 2017, p. 39, fig. 45.3) 
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Figure 23. XRD patterns for the categories of association of crystalline phases as detected by XRD of mortar type 4 
(Soto, 2017, p. 40, fig. 44) 

 

 

Figure 24. XRD patterns for the categories of association of crystalline phases as detected by XRD of mortar type 5 
(Soto, 2017, p. 41, fig. 46) 
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5.2. Mortar Radiocarbon Dating  

We are well aware of the difficulties presented by 
the methods currently used to date mortars (Hayen  et 
al., 2017; Hajdas et al., 2017; Urbanova et al., 2020). 
Despite all the problems posed by the dates obtained, 
and the conviction that they do not provide us with a 
reliable absolute chronology of the mortars, we be-
lieve it is necessary to offer the most complete analy-
sis possible. In this article we present new chronolog-
ical data in the hope that future techniques will make 
it possible to obtain a wholly reliable absolute dating.  

The idea behind the radiocarbon dating of mortars 
is clear: immediately  after the preparation of mortar a 
chemical reaction begins in which the Ca(OH) 2 of the 
mortar reacts with CO 2 from the atmosphere to pro-
duce calcium carbonate (CaCO3), creating a hard and 
durable binder. During  this hardening process, the 
mortar fixes carbon from the atmosphere in its struc-
ture, and a radiocarbon signal is thus automatically 
created which is related to the time of building . Un-
fortunately, despite the efforts of researchers, mortar 
is still among the most difficult materials for radiocar-
bon dating to assess, due to its complex composition 
and certain other phenomena that can affect its radio-
carbon content. The first problem appears when the 
hardening process takes years or even decades to fin-
ish, a situation which disrupts the assumed temporal 
association with the time the structure was buil t (Hale 
et al., 2003). A second problem appears due to the in-
teraction of the structure with water ; this may lead to 
the presence of deposits of carbonate transported by 
the water and very likely  unrelated to the carbonate 
originally present in the structure . As a consequence, 
this may alter the age of the mortar. Another issue 
arises from the possible calcination remains coming 
from the original limestone, which has no radiocar-
bon at all. Finally, it is very common to find more ge-
ological carbonate in the aggregates used in the pro-
duction, thus adding a new problem to the system 
(Marzaioli et al., 2013; Lubritto et al., 2015).  

For all these reasons, extreme care must be taken 
when using mortar as a radiocarbon sample. A thor-
ough mineralogical and petrographic characteriza-
tion of the samples is essential prior to the specific 
treatment for radiocarbon dating. At present there are 
two main strategies for treating and dating mortar: se-
quential acid dissolution and forced suspension-
based methods, including the Cryo2Sonic method 
(Hayen et al., 2017). Both try to separate the anthro-
pogenic carbonate generated during the hardening of 
the lime mortar from other sources of carbon which 
are in fact contaminants: residual carbonate from in-
complete combustion of the primitive lime, and car-
bonates added as aggregates. The first option as-
sumes that the anthropogenic carbonate reacts faster 

to acid than the rock carbonates (Van Strydonck et al., 
1986). Several fractions of carbon dioxide are ana-
lysed from the same mortar sample and the results are 
used in combination in order to obtain the age of the  
mortar (Hajdas et al., 2017). The second option treats 
the sample by repeatedly freezing and thawing, and 
then grinding, and sieving to separate the anthropo-
genic fraction and then perform a single radiocarbon 
analysis (Nawrocka et al., 2005). 

The mortars in this study were prepared and meas-
ured at CNA ( Centro Nacional de Aceleradores) in two 
different batches. The first batch comprised samples 
CNA4189ð4193 and was prepared before the 
Cryo2Sonic method was first  introduced  at the CNA 
lab. These mortars wer e prepared using a standard 
carbonate sample preparation procedure as follows: 
after visual inspection, a small aliquot was taken and 
a soft leaching with HCl was applied to eliminate the 
outer part of the sample, which is more likely to be 
affected by external carbonates or recrystallization 
processes. Then, about 15 mg of carbonate material 
was used for graphitization with a CHS -AGE system 
(Wacker et al.(2), 2010; Wacker et al., 2013). The sec-
ond batch comprised samples CNA4391ð4397 and 
was prepared by the suspension-based method.  

Cryo2Sonic is the best known version of the sus-
pension-based method (Marzaioli et al., 2013; Addis 
et al., 2019). Briefly, the mortar is sequentially intro-
duced in liquid nitrogen for five minutes and on a 
stove at 80ÜC, also for five minutes. The cycle is re-
peated three times to make the mortar brittle and easy 
to break. The sample is then wet sieved to select fine 

grain under 500 mm and the material is allowed to set-
tle until complete sedimentation.   

Then, the sample is ultrasonicated for 30 minutes 
and the resuspended material is collected by siphon-
ing and discarded. After the addition of more water, 
the rest of the material is again allowed to settle, and 
the material resuspended in a second ultrasonication 
is selected, centrifuged, and dried. The carbonate frac-
tion  selected is then graphitized in a CHS-AGE sys-
tem. In both batches, about 15 mg of the carbonate is 
dissolved in phosphoric acid and the carbon dioxide 
produced is transferred to the reactors of the AGE 
system, where it is transformed into graphite, which 
is then pressed in a sample holder and is ready for 
AMS measurement in the Micadas system at CNA 
(Synal et al., 2007).  

AMS targets are analysed in a batch containing un-
known samples, standard samples for normalizati on, 
and blank samples for background correction. Both 
standard and blank samples are used to correct the 
AMS measurement of unknown samples, since AMS 
does not directly give the nominal value of the sam-
ples. In the AMS measurement the concentrations of 
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the three carbon isotopes, 12C and 13C, which are sta-
ble, and 14C, which is radioactive, are determined, 
since all of them are needed to obtain the age of the 
sample. The final analysis of the data is performed us-
ing the BATS tool (Wacker et al., 2010(1)) to obtain the 

final Radiocarbon Ages and d13C values, which are 

also measured in the AMS system. The d13C parame-
ter indicates the relative concentration of the stable 
isotopes and is used to correct the fact that different 
coetaneous materials contain slightly different radio-

carbon concentrations. d13C is included in the calcula-
tion of the Radiocarbon Age, which is performed as 
defined by Stuiver and Polach (Stuiver and Polach, 
1977), and is the experimental result of the dating pro-
cess. It is expressed in years BP (Before Present) and 
is defined under several assumptions which are 
known not to be true; thus, the Radiocarbon Age does 
not express a real calendar age. The main assumption 
is that the atmospheric radiocarbon concentration has 
remained constant at a specific value through history.  

In order to transform the Radiocarbon Age into a 
calendar age it is necessary to carry out a calibration 
procedure. This consists essentially of a comparison 
of the Radiocarbon Age obtained for the sample with 
the values of the Radiocarbon Age of a set of samples 
with a known calendar age (e.g., tree rings inde-
pendently dated by dendrochronology), which form 

the calibration curve. The calibration procedure can 
be performed using several free access software pro-
grams; here we used CALIB software (Stuiver and 
Reimer, 1993) with the IntCal13 calibration curve 
(Reimer et al., 2013). Calibration is performed at the 

standard level of 2s (95.4% confidence level). The cal-
ibration result is a set of age ranges and the probabil-
ity tha t the real calendar age of the sample belongs to 
each specific range. Calibrated ranges should always 
be used to follow the archaeological analysis. 

The results are shown in table 2. For each sample a 
unique lab code (CNA#) is assigned identifying the 
sample through the process in the laboratory.  Radio-

carbon age and d13C are presented as the values ob-
tained from the AMS measurement and the following 
data analysis. Calibrated results are presented as the 
whole set of age ranges with their probability given 
by the calibration software (Millard, 2014). The data 
are presented in chronological order to simplify the 
archaeological analysis. A grey background is used 
for the first batch of samples which were prepared fol-
lowing a simple carbonate pretreatment. Fig. 25 pre-
sents the probability distributions  of the calibrated 
ages for the twelve samples graphical ly to provide  a 
schematic view of the historical periods obtained in 
the results. 

 

Table 2. Results of Mortar Radiocarbon Dating  in chronological order.  Samples with a grey background belong to the 
first batch of samples in which a standard carbonate pretreatment was applied.  The Cryo2Sonic procedure was applied 

to the rest of the samples. d13C values in the table were obtained from the AMS measurement. 

CNA#  User Code  Age BP d13C Calibrated ranges  

4192.1.1 SL16.D16.2 3 150°30 -11.5 
1498ð1382 BC (90.0%) 
1340ð1310 BC (10.0%) 

4191.1.1 SL16.D38.9 2 980°30 -8.7 
1371ð1359 BC (1.2%) 
1297ð1113 BC (98.8%) 

4393.1.1 SL16.D03.5 2 890°30 -4.6 
1192ð1170 BC (3.3%) 
1165ð1144 BC (3.3%) 
1131ð977 BC (93.4%) 

4193.1.1 SL16.D107.13 2 660°30 -12.2 
895ð868 BC (8.7%) 
857ð854 BC (0.6%) 
850ð794 BC (90.7%) 

4394.1.1 SL16.D57.10 2 650°30 -9.6 
894ð870 BC (6.3%) 
849ð792 BC (93.7%) 

4392.1.1 SL16.D22.8 2 500°30 -13.0 
787ð699 BC (27.9%) 
696ð540 BC (72.1%) 

4396.1.1 SL16.D09.6 2 300°30 -6.5 
404ð356 BC (82.1%) 
286ð235 BC (17.9%) 

4395.1.1 SL16.D59.11 1 260°25 -8.1 

670ð778 AD (92.9%) 
791ð805 AD (2.1%) 
812ð826 AD (1.7%) 
840ð862 AD (3.3%) 

4391.1.1 SL16.H1.UM3.2 (D115) 1 000°30 -18.1 
983ð1049 AD (82.2%) 
1086ð1124 AD (14.5%) 
1137ð1150 AD (3.3%) 

4189.1.1 SL16.H1.UM3.1 (D115) 980°30 -21.1 
993ð1055 AD (51.0%) 
1077ð1153 AD (49.0%) 

4190.1.1 SL16.H1.6.169 970°30 -21.7 1018ð1059 AD (36.3%) 
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1065ð1154 AD (63.7%) 

4397.1.1 SL16.D13.1 910°25 -12.7 
1035ð1189 AD (99.1%) 
1199ð1202 AD (0.9%) 

 

 

Figure 25. Calibrated age ranges at the 2s confidence level. Names of the samples have been shortened for convenience, 
eliminating the common SL16. part of the original user codes. 

 

Table 3. Combined results of the archaeological, petrographic , mineralogical  and radiocarbon analyses 

Sample 
CNA#  

Hydraulic  
structure 

Type of mortar  Type of structure  Chronology  
Area of Sela 

4391.1.1 
H1.UM3.2 

(D115) 
1 Indeterminate (tank?) 

X-XII centuries AD  
 

F 

4189.1.1 
H1.UM3.1 
(D115; re-

form) 
1 Indeterminate (tank?) 

X-XII centuries AD  
 

F 

4190.1.1 H1.6.169 4 Indeterminate (floor?)  
XI-XII centuries AD  

 
F 

4397.1.1 D13 3 
Cistern with circular 

opening 
X-XIII centuries AD  

 
F 

4192.1.1 D16 2 Cistern with oval shape  
XV-XIV centuries BC 

 
G 
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4393.1.1 D03 2 Cistern with oval shape  
XII -X centuries BC 

 
G 

4396.1.1 D09 2 Cistern with oval shape  
V-III centuries BC 

 
G 

4193.1.1 D107 5 Indeterminate (pool?)  
IX-VIII centuries BC 

 
H 

4392.1.1 D22 3 
Cistern with irregular 

shape 
VIII -VI centuries BC  

 
H 

4191.1.1 D38 3 Cistern with oval shape  
XIV-XII centuries BC 

 
K 

4394.1.1 D57 2 Cistern with oval shape  
IX-VIII centuries BC  

 
L 

4395.1.1 D59 3 Cistern with oval shape  
VII -IX centuries AD  

 
L 

6. DISCUSSION  

As can be seen in Tables 2 and 3, some results co-
incide chronologically with various periods that are 
represented by the surface material, and so they can 
be considered plausible. Types 1 and 4 are only docu-
mented in mortars dated between the X and the XII 
centuries AD, type 2 in mortars dated XV-III centuries 
BC, type 3 in XIV-VI centuries BC and VII-XIII centu-
ries AD, and type 5 in IX-VIII centuries BC. 

These are dates in which Sela was occupied, judg-
ing by the type of surface pottery found: 4189-4190, 
4193, 4391-92, 4394-4397. Some dates cluster around 
the XI-VI centuries BC (4192-4394, 4393, all of them 
corresponding to mortar type 2) ; there is another 
slightly more recent  group in  V-III centuries BC (4396, 
corresponding also to type 2, which is not found in 
mortars from other periods), and a third group can b e 
dated between the VII and the XIII centuries AD 
(4189-90, 4391, 4395 and 4397, corresponding to mor-
tar types 1, 4, 1, 3 and 3 respectively). Note that sam-
ples 4189 and 4391 coincide chronologically as well as 
in terms of the type of mortar (type 1), and both be-
long to the indeterminate hydraulic structure D115, 
which was excavated at House 1 during the 2016 cam-
paign. Interestingly, mortar sample 4391, slightly 
more recent than 4189, belongs to a reform that was 
carried out in structure D115. Sample 4189 was ob-
tained using the standard carbonate sample prepara-
tion procedure , and 4391 by Cryo2Sonic. From the 
same house sample 4190 was obtained, correspond-
ing to mortar type 4, , and this was also analysed us-
ing the simple method 5. Three results (4191-92, 4393, 
corresponding to mortar types 2 and 3) range be-
tween the XV and the XII centuries BC, so they are 
older than the oldest pottery documented on the sur-
face of the site. In our opinion it is unlikely that Sela 
was occupied permanently in the Late Bronze age; if 

                                                      
5 Note that these dates are noticeably older than the 14C dates of 
the wood samples taken from House 1, for  which the following 
absolute chronologies were obtained: sample CNA4194.1.1. from 
Layer 5 (Cal AD 1643-1682); sample CNA4195.1.1. from Layer 6 

it had been occupied one would expect to find surface 
materials such as ceramics, but there are none.  

As for the methods used, the simple method (the 
standard carbonate sample preparation procedure) 
which is shaded in grey in Table 1, gives two unlik ely 
and three likely results , whereas all the results ob-
tained by Cryo2Sonic are more or less likely. This is 
in agreement with our current knowledge and sample 
preparation techniques in mortar dating, in which 
very specific preparation methods are used. 
Concerning the types, the differences observed espe-
cially in the binder/aggregate ratio suggest the use of 
at least three different recipes for the production of 
the lime-based mortars: one in which the binder rep-
resents 70ð80% of the total sample (type 1 and 3); a 
second one in which it represents 60ð70% (type 2); 
and a third one in which it accounts for approxi-
mately half (types 4 and 5). Moreover, intragroup var-
iations are also observed. All the mortars show aggre-
gates that would increase consistency and strength, 
such as crushed ceramics, ash and plants. These dif-
ferences may be due to the techniques used by the 
various artisans or to the chronological differences in-
dicated by radiocarbon dating.  

To sum up, even if the dates obtained are not to-
tally unre asonable, what is in doubt here is the relia-
bility of the currently available methods for dating 
mortars, which determine the results. An additional 
problem is that we lack independent chronological in-
dications for dating the mortars or cisterns in Sela, 
such as morphology, type of manufacture, etc., able to 
confirm or refute the results obtained. For example, 
sample CN4392 from cistern D22 is dated between the 
VIII -VI  centuries BC, which is in full agreement with, 
for example, the evidence from the Nabonid us in-
scription. But we lack an independent date for D22. In 
our opinion, all these data need to be confirmed in the 

(Cal AD 1486-1604); and sample CNA4196.1.1. from Layer 10 (Cal 
AD 1451-1529), see Da Riva et al., forthcoming. But we stress that 
wood samples can also be problematic, as this material is often 
intrusive.  
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future by further  archaeological research at the site 
and more mineralogical, petrographic and AMS radi-
ocarbon analyses in order to obtain supplementary 
evidence that may corroborate or modify the results 
presented here. 

7. CONCLUSION  

As-Sila/Sela is a site in the area of at-Tafilah with 
a remarkably rich archaeological legacy and an im-
posing geomorphological heritage (Figs 26-29). Its ex-
tension, the presence of many architectural structures, 
the surface finds, and its general layout bear witness 
to its enormous archaeological potential. The many 
structures for water storage and management, as well 
as the dwellings and fortifications, make it a u nique 
site for studying the economic and social relevance of 
water management on the Edomite Plateau. With the 

information provided by the archaeological surveys 
and excavations (Da Riva et al., 2017; Da Riva et al., 
forthcoming), we can now affirm that as -Sila was in-
deed occupied during the Late Iron Age, in the Nab-
ataean and Roman periods, and also in Mamluk and 
Ottoman periods (12thð18th centuries AD). The topo-
graphic study and preliminary survey demonstrate 
the enormous potential of the site for contrib uting to 
the understanding of the past on the Edomite Plateau 
and for helping us to solve questions regarding settle-
ment patterns, water control systems, and economic 
activity. Regarding water management, the amount , 
and the variety , of elements of hydraul ic control pre-
sent in Sela is astonishing. For this reason, detailed in-
vestigations have been carried out in the structures of 
the site, including the studies of the mortars pre-
sented here. 
 

 

Figure 26. General view of area K. Photo by Mat thew Dalton APA AME 20181014 MND-0537ÉAPAAME 
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Figure 27. Cisterns in area H. Photo by Robert Bewley APAAME 20181014 RHB-0382ÉAPAAME 

 

Figure 28. Entrance gate and tower with cistern(?) D10  area F. Photo by Mat thew Dalton APAAME 20181014 MND -
0542ÉAPAAME 


