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ABSTRACT 

 

A metallo-organic capsule was synthesized where the ligand is a derivative of heptazine with 

three carboxylic groups which are coordinated to CuII cations forming paddle-wheels motifs.  

Each nanocapsule is neutral with twelve CuII centers and eight ligands adopting a 

rhombicuboctahedron shape. It has almost 3 nm diameter and the main intermolecular 

interactions in the solid are ···  stackings between the C6N7 heptazine moieties. The 

nanocapsules can form monolayers deposited on graphite characterized by atomic force 

microscopy, by confirming their stability in solution. 

 
  



Studies of rational synthesis of discrete metal-organic nanocapsules with specific shapes and 

structures have been extensively carried out by several research groups.1-5, 6 , 7-14 An additional 

feature to the self-assembly process in the synthetic process is to provide to these nanocapsules 

additional chemical and physical properties. In this case, we have employed as ligand a 

heptazine derivative synthesized from polymeric derivatives of s-heptazine,15 also known as 

graphitic carbon nitride (g-C3N4), which has been recently proposed for many catalytic 

processes (see Fig.1).16-19 One of the main problems working with heptazine derivates is their 

low solubility. The goal of this manuscript is to show that it is possible to overcome the 

solubility problems and synthesize nanocapsules with the C6N7 moieties. In addition, this 

approach shows that the larger size of the heptazine ligands opens the possibility to generate 

nanocapsules while the equivalent s-triazine system (see Fig.1) results in periodic metal-

organic frameworks (see Fig. S5).20 

 

 

Figure 1. (left) s-heptazine, (center) g-C3N4 and (right) s-triazine. 

   

The goal was to form a nanocapsule using a 4-connected paddle-wheel subunits [M2(-COO)4] 

as vertex, where the carboxylic binding groups belongs to a tritopic heptazine derivative ligand. 

The synthesis of this ligand involves several steps (Fig. 2, see SI for reaction details).21 First, 

the pyrolysis of urea at high temperature  to obtain the polymeric [C6N7(NH)(NH2)]n melon 1, 

depending of the thermal treatment we can also reach the dehydrogenated system, g-C3N4. The 

second step is an alkali hydrolysis to synthesize the trialkoxide derivative 2 through a solid-



state reaction with PCl5 to obtain the trichloro derivative 3 (cyameluric chloride). Finally, the 

substitution reaction with 4-piperidinecarboxylic acid (4pac, also called isonipecotic acid) 

results in the ligand 4. It is microwave assisted reaction that uses NaHCO3 as base and 1,4 

dioxane as solvent. 

 

 

 

Figure 2. Synthesis of the ligand 4, 1,1',1''-(1,3,3a1,4,6,7,9-heptaazaphenalene-2,5,8-

triyl)tris(piperidine-4-carboxylic acid (h3tp4c, mw: microwave, see Table S2 for infrared 

characterization). 

 

The relative low-solubility of 4 difficults the reaction with the metal (see Table S1 for the 

results of multiple attempts, also including cases with ZnII cations) but the reaction with 

Cu(NO3)2·3H2O in DMSO in a sealed vial at 110ºC results in the Cu12 nanocapsule 5 (see Fig. 

3). The similar reaction with an equivalent triazine ligand and ZnII cations results in a periodic 

structure20 with a metal/ligand ratio of 12/4. In that case on each paddle-wheel structure, two 

of the carboxylic group ligands are coordinated to the same moiety but the other two are 

coordinated to a different unit (see Fig. S5). However, the relatively large size of the heptazine 

derivate ligand allow to form a nanocapsule with 12 CuII cations and 8 heptazine ligands 

resulting in a neutral system. The structure of 5 can be describe as a rhombicuboctahedron (se 



Fig. S6) where the six Cu2 paddlewheel subunits (including the piperidine moiety) form the six 

edges of the cube  and the heptazine moieties constitute the eight triangular faces. 

 

 

 

Figure 3. (above) Structure of complex 5 [Cu12(tp4c)8(H2O)12]. Orange, blue, grey and red 

ellipsoids correspond to copper, nitrogen, carbon and oxygen atoms, respectively. (below) 

Structure detail of the intermolecular -  stacking through the heptazine groups between two 

neighbour Cu12 nanocapsules. 

 

The charge-neutral nanocapsule 5 packs (see Fig. 3 bottom and Fig. S7) through the -  

interactions with an interplanar distance of 3.5 Å between the C6N7 heptazine units of the a 

nanocapsules. The diameter of the nanocapsule is ca. 3 nm with 2.5 nm distance between the 

outer paddle-wheel Cu-atoms. The nanocapsule has an internal cavity of 2600 Å3 (see cavity 

details Fig. S8), but due to the moderate resolution of the diffraction data none of the DMSO 

solvent molecules could not be located inside the cavity. The nanocapsule is not completely 



closed as there are ten ellipsoidal windows, ca. 0.7 nm in diameter, allowing the small solvent 

molecules to “swim” through the cavity in solution. 

 

 

Figure 4. The space-filling model presentation of the structure of complex 5 

[Cu12(tp4c)8(H2O)12 showing the shape of the 0.7 nm windows. 

 

In order to complete the structural characterization, we have employed a 1:100 dilution of the 

mother liquor to deposit a monolayer of the complex 5 on highly oriented pyrolytic graphite 

(immersion time 30 s). The sample was abundantly cleaned with DMSO in order to eliminate 

the molecules that were not attached to the substrate through -  interactions. The sample was 

measured using an atomic force microscope (AFM) (see details in SI, section 5). We performed 

a scratch with the microscope tip of the monolayer to determine the thickness of the monolayer 

(see Figure 5) cleaning the substrate surface. The thickness value around 2.2 nm is in agreement 

with the size of the molecule (the molecule is slightly larger almost 3 nm in direction of two 

outer paddle-wheel groups) assuming that one of the heptazine groups is interacting with the 

graphite surface. This fact confirms the stability of complex 5 in solution despite its large size. 



 

Figure 5. (left) AFM image of the monolayer of 5 deposited on HOPG. (right) The cross-

section profiles in the tip scratched area at the position indicated by the lines in the AFM image. 

 

The photochemical properties of ligand 4 (see Figs. 6 and S9) and dodecanuclear complex 5 

(see Fig. S10) have been explored. From these data, we can outline some points: (i) the 

heptazine-based ligand 4 has a high absorbance with an extinction coefficient of 1.1·105 M-1 

cm-1, while the value for the complex is one order of magnitude smaller 1.8·104 M-1cm-1; (ii) 

ligand 4 has a large Stokes shift of 110 nm (absorption 273 nm and emission 383 nm, see Fig. 

5) indicating a large structural rearrangement of the molecule in the excited state. These 

structural variations should lead to a new conformation in the lower-energy excited state that 

might be the responsible of the red-shift in the emission maxima. The quantum yield of the 

ligand 4 determined by using an integrating sphere is 3.8%. (ii) The quenching effects in the 

[Cu12(tp4c)8(H2O)12] are important and the system does not present fluorescence (see UV-vis 

spectra, Fig. S10). It is worth noting that a previously reported Cu3 complex21 with pyridyl-

heptazine ligands shows fluorescence because the CuII dx2-y2 orbitals are orthogonal to the  

system of the heptazine moieties, however, that is not the case in 5 (see Fig. S11). 



 

Figure 6. Absorption (purple) and emission (orange) spectra of ligand 4 at 10-6 M in (see Fig 

S9 at different concentrations in methanol) and the excitation wavelengths is 273 nm. 

 

As summary, relatively large metal-organic nanocapsules can be self-assembled by using 

carboxylic-heptazine ligands. The presence of the C6N7 heptazine moiety in the ligand opens 

wide possibilities to combine its photochemical and catalytic properties with those of the 

metals. Furthermore, this is an example of how to circumvent the problems to synthesize 

complex systems with low-solubility ligands. 

 

ASSOCIATED CONTENT 

The Supporting Information is available free of charge at 

 Details of synthesis and characterization (IR data, NMR, mass spectrometry, AFM), DFT 

calculations and crystallographic data, CCDC-1951192 contains the supplementary 

crystallographic data for trinuclear complex. These data can be obtained free of charge via 

http://www. ccdc.cam.ac.uk/conts/retrieving.html or from the Cambridge Crystallographic 

Data Centre, 12 Union Road, Cambridge CB2 1EZ, UK; fax: +44 (0) 1223−336−033; or e-

mail: deposit@ccdc.cam.ac.uk. 
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